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Individ.

cl

lcl

ucl

USL

LSL

ROW: 241
SERIAL_NUMBER: TB9NR001
DATE: 4/19/10
ORIENTATION: *

ROW: 329
SERIAL_NUMBER: TB9NR006
DATE: 5/31/11
ORIENTATION: *

ROW: 93
SERIAL_NUMBER: TB9AES009
DATE: 3/5/09
ORIENTATION: 0_DEG
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File: T:\blowers\Projects\ILC\CMM\9-cell_ring_concentricity.DAT
Weld ring concentricity [mm]

Individ.: cl: 1.46208 ucl: 2.93287 lcl: -.0086980

� Rule Violation
Subgrp Size 1

USL: .4 LSL: 0

SERIAL_NUMBER:
DATE:
ORIENTATION:

TB9ACC012
1/19/11
*

TB9AES007
3/2/09
180_DEG

TB9AES009
3/5/09
0_DEG

TB9AES010
5/11/09
0_DEG

TB9AES012
9/28/10
*

TB9AES016
2/22/11
*

TB9NR005
5/27/11
*

TB9RI020
2/5/10
*

TB9RI023
6/4/10
*

TB9RI027
3/11/10
*

TB9RI029
2/8/10
*


